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Bitumen

REFERENCE NOTE

These are reference values, not a lot-specific certificate of analysis, certification or supply commitment. Confirm the current supplier specification, lot
documents and destination requirements for each transaction. If your requirements differ, share the desired parameters, volume and destination for
assessment.
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Reference parameters

PARAMETER REFERENCE

Product Bitumen

Commercial designation Bitumen

Quantitative specification On inquiry — not published on the current page

Test report and delivery terms Confirm in the proposal and current technical sheet.

Market-reference example — penetration-grade bitumen 60/70

PARAMETER REFERENCE

Grade shown as an example Penetration 60/70; confirm whether this is the grade actually offered.

Penetration at 25 °C (60/70 example) 60–70 dmm

Softening point (60/70 example) 49–56 °C

Flash point (60/70 example) >=232 °C


